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5 Claims, (CL 29—182.1)

ABSTRACT OF THE DISCLOSURE

A self-lubricating bearing and sealing material for use
in a chemically reactive environment. A perous metal is
impregnated with barium fluoride-calcium fluoride
eutectic for use in high temperature applications.

The invention described herein was made by an em-
ployee of the United States Government and may be
manufactured and used by or for the Government for
governmental purposes without the payment of any royal-
ties thereon or therefor.

This invention is concerned with a self-lubricating bear-
ing or sealing material that will function as a lubricant
and be chemically stable at high temperatures in reactive
environments, The invention is particularly directed to
such material for use at temperatures above 1000° F. in
air, hydrogen, and liquid alkali metals.

Problems have been encountered in bearings and seals
for outer space applications where high temperatures are
encountered in reactive environments. An example of such
an application is a heat transfer system which utilizes
liquid sodium. Conventional lubricants are unsatisfactory
for lubricating bearings and contacting surfaces of seals
in such systems.

Solid lubricants have been proposed for use in many
lubrication problem areas. Such lubricants can be used at
extremely high temperatures with very high loads and in
chemically reactive environments where conventional
fluid lubricants are not suitable. These lubricants are most
frequently used as coatings or dry films bonded to pre-
treated substrates of a dense metal. While very low wear
rates and friction coefficients are realized with solid lubri-
cant coatings, some wear is unavoidable because of slid-
ing contact. Metal-to-metal contact occurs when the coat-
ing wears through, and severe damage to the unprotected
bearing surfaces results.

Such problems can be solved by incorporating the solid
lubricant into a composite bearing material. The solid
lubricant is dispersed throughout a supporting material,
and as wear occurs more lubricant is exposed to become
available to the sliding surface. It has been suggested that
such materials could be prepared by powder metallurgy
techniques, such as by hot pressing premixed powders of
the lubricant and tht metal. A disadvantage of com-
posites prepared entirely by hot pressing or sintering of
premixed powders of the lubricant and the metal is that
they are somewhat limited in mechanical strength. When
metal and solid lubricant powders are mixed prior to
compaction, particles of a lubricant will occupy and thus
interfere with some of the potential sites for bonding
between metal particles. Also, it is difficult to prepare a
nonporous body by hot pressing or sintering.

" A dense, strong composite is prepared in accordance
with the present invention by impregnating a porous
metallurgically bonded structure with a fluoride or
fluorides of metals selected from Groups I and II of the
periodic table of elements. These fluorides exhibit im-
proved stability in many corrosive environments.

It is, therefore, an object of the present invention to
provide a self-lubricating material for use in bearings and
seals.
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Another object of the invention is to provide an im-
proved self-lubricating material for use in chemically
reactive environments at high temperatures.

A further object of the invention is to provide a self-
lubricating material that is chemically stable in air, hydro-
gen and liquid alkali metal at temperatures above
1000° F.

These and other objects of the invention will be ap-
parent from the specification which follows:

A self-lubricating material is produced by infiltrating
a porous metal with fluorides of Group I and II metals.
The metal must be porous at the start of the infiltration
process. Such a metal is prepared by powder metallurgy
techniques, fiber metal processes, or foam metal methods.

Vacoum impregnation is used to disperse the fluorides
throughout the porous metal. This is accomplished by
positioning a porous metal in a metal container with an
amount of powdered fluoride salt in excess of that re-
quired to completely fill the voids in the porous metal
and sufficient to keep this metal completely submerged
after the salt melts. The container is placed in the metal
chamber which is sealed and then evacuated. The chamber
is induction heated to 2000° F. to melt the fluoride which
then infiltrates into the porous metal by capillary action.
In order to minimize evaporation of the melted fluoride,
chamber pressures below one micron are avoided. As a
precautionary measure, in case capillary forces are not
sufficient to insure complete impregnation of the metal,
argon or nitrogen is introduced at a pressure of about
10 p.s.i. to force the molten fluorides into any remaining
voids.

Impregnated metal is then cooled under inert gas pres-
sure. Subsequent to cooling, the impregnated metal is re-
moved from the container and wet sanded to remove ex-
cess fluoride adhering to the surface.

To better illustrate the beneficial technical effects of
the invention, composite materials were prepared in ac-
cordance with the previously described method. These
materials included a porous nickel and a sintered nickel-
chromijum alloy which were vacuum impregnated with a
molten barium fluoride-calcium fluoride eutectic. Friction
and wear of each of the resulting composite materials
were determined in air and in dry hydrogen at: tempera-
tures from 80° to 1500° F. and at a sliding velocity of
2000 feet per minute. The influence of sliding velocity and
friction was also determined. Approximate elagtic moduli
and compressive yield strengths of filled and unfilled test
specimens were determined,

The starting metal must be porous to achieve the
proper impregnation. Porous nickel having a foam-like
structure with densities of from 50% to 60% was used
as a starting metal, Also, a porous nickel-chromium alloy
was prepared by a standard powder metallurgy technique
from 100 mesh powders. The powder was hydrostatically
pressed at 20,000 p.s.i. and then sintered in hydrogen for
one hour at 2150° F. This produced a porous metal body
of about 65% density with typical pore diameters of 25
to 35 microns,

Disk and rider specimens of both the nickel and the
nickelchromium alloy were infiltrated with barium fluo-
ride-calcium fluoride eutectic. This infiltration was accom-
plished by vacuum impregnating the specimens at a tem-
perature between 1900° and 2000° F. in the manner
previously described.

The specimens which were in the form of disks were
mounted for rotation in sliding contact with 2 hemispher-
ically tipped rider under a normal load of 500 grams.
This was done in a high temperature friction test appara-
tus in which the rider slides on a two inch diameter wear
track on each disk. The sliding is unidirectional and the
velocity is capable of being continuously varied and
closely controlled over a range of 200 to 2500 feet per
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minute, For certain tests the specimens can be heated by
an induction coil around the disk specimen with the tem-
perature being monitored by an infra-red pyrometer.
Rider and disk wear volumes are determined from
weight losses and the known densities of the specimen. If
weight changes not attributable to wear are likely, wear
volumes of the riders are calculated from the diameter
of the wear scars and the known hemispherical radii.
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strength, and the elastic modulus (all in compression).
These properties are shown in the third, fourth, and fifth
lines of Table 11.

The yield strength of porous nickel having a theoretical
density of 53.5% was 4800 p.s.i. as shown in the second
column. The yield strength for annealed dense nickel
was 19,000 p.s.i. as shown in the first column, Impregna-
tion of the porous nickel with barium fluoride-calcium

TABLE 11.—PHYSICAL AND APPROXIMATE COMPRESSIVE STRENGTH PROPERTIES OF MATERIALS USED

Dense Sintered Nickel-

Material Dense  Porus Nickel nickel- nickel-  chromium
nickel  nickel composite chroinium chromium composite
alloy
Density:
8.90 5.75 6. 57 8.26 5.75 6. 90
. 100 53.5 97. 100 69. 6 100
Yield strength at 0.2% offset (1,000 p 512-25 4,3-5.2 21-36 §92-119 12-19 78-80
Ultimate fracture strength (1,000 p.s .. §50-60 1 50 5 162-179 45 834
Elastic modulus (208 p.s.i.) oo oo iiaiis 830 1.8-2.2 10-15 531 8,.2-0.6 18-21
Hardness:
Rockwell 15 T (superficial Hardness) . ... __._.____.. 77 15 76 94 35 86
Equivalent standard Rockwell ____. .. ___________.__._. B55 ) B54 C38 O] B82:
1Annealed. 2 Vacuum-impregnated. 3 Age-hardened. 4 As-sintered. 5 Tensile. ¢ Below range of B scale.

Disk wear volumes are determined by taking a surface
profile across the wear track, determining its cross-sec-
tional area, and multiplying the area of the average wear
track circumference.

The chemical compositions and melting ranges of the
materials used are shown in Table 1. The first column in
Table 1 shows the composition of the cast nickel-chro-
mium alloy used in the rider specimens. The second
column shows the composition of the porous nickel-
chromium metal alloy. The third column shows the com-
position of the dense material used as a substrate for
bonded coatings which were studied for comparative pur-
poses. The fourth column shows the barium fluoride-cal-
cium fluoride eutectic composition used to impregnate
the porous metal.

In some cases, specimens were spray coated with 0.001
inch of fluoride eutectic. After spraying, the specimens
were fired in hydrogen at 1750° F. for ten minutes. This
is below the eutectic melting point of 1872° F. shown in
Table 1 and avoids loss of fluoride infiltrant; however, this
temperature is high enough to cause sintering of the
fluoride particles in the coating which establishes the
necessary bond.
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fluoride eutectic increased the yield strength 29,000 p.s.i.
as shown in the third line of the third column in Table II.
This nickel composite is applicable to seals. The compres-
sive fracture strength of the composites was 50,000 p.s.i.
This difference between the yield strength and the fracture
strength demonstrates that, in spite of the relatively brittle
nature of the fluoride eutectic at room temperature, the
nickel composite is capable of appreciable plastic de-
formation prior to fracture. The average elastic modulus
of the composite was about .4 that of the dense nickel.

The effects of the fluoride impregnant on the properties
of the nickel-chromium porous material were similar as
shown in the last column in Table II. However, the alloy
composites were much stronger than the nickel composites
making this material more desirable for bearings. The
yield strength was 79,000 p.s.i. which is about 75% of the
yield strength of the age-hardened, dense alloy. Fracture
strength was greater than 83,000 p.s.i. The elastic modulus
was 20X 108 p.s.i. which is about two-thirds of the elastic
modulus of the dense metal.

Brittle materials are characteristically stronger in com-
pression than in tension. Therefore, the compressive
strength properties of the composite that contained a re-

TABLE 1.—NOMINAL CHEMICAL COMPOSITIONS AND MELTING RANGES

OF MATERIALS USED

Composition wt. percent

. Nickel- Dense
N Cast chromium nickel-
nickel- alloy chromijum
" chromium powder for coating
alloy composites substrate
alloy

BaFs-CaF3

filler

C38

2, 5002, 550 2, 540-2, 60

1 Balance.

The compressive mechanical strength properties of un-
filled porous nickel, nickel-chromium alloy, and fluoride-
metal composites were determined. The results are set
forth in Table. 11.

For comparison, tensile data for dense nickel and dense
nickel-chromium alloy are shown in the first and fourth
columns, respectively, of Table 11. The properties meas-

70

latively brittle fluoride phase at room temperature may be
considerably higher than the corresponding tensile
strength. However, for ductile, nonporous metals, the
modulus of elasticity and yield strength are about the
same in either tension or compression. Therefore, the
tensile properties for nickel and nickel-chromium alloy
which are given in Table II should be approximately

ured were the yield strength (at 2% offset), fracture 75 equivalent to their compressive strength properties.
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Photomicrographs of the composites formed by the
impregnation of 50% dense nickel with the barium fluo-
ride-calcium fluoride eutectic revealed no unfilled pores.
The magnitude of the weight increase after impregnation
indicated the composite density is within 97% to 100%
theoretical.

The effect of rider geometry and composition on fric-
tion and wear of the nickel composites was studied in air
at 1000° F. with a 500 gram load and a sliding velocity
of 2000 feet per minuate. The results of this test are set
forth in Table Il
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an unlubricated alloy in the dense wrought form was sev-
eral hundred times higher than rider wear against the
alloy composites. Friction coefficients of the alloy com-
posites were comparable to those observed for nickel
composites. Oxidation of the alloy composites was not
serious at 1200° F. but was severe at 1500° F. Oxidation,
therefore, limits the maximum surface temperature in air
to about 1350° F.

Nickel-chromium alloy composites were also studied
for friction and wear in a hydrogen atmosphere. Very little
wear was observed at all temperatures, and disk wear rate

TABLEIIL.—LUBRICATING PROPERTIES OF NICKEL COMPOSITES EFFECTS OF RIDER PARAMETERS AND PRE
COMPOSITES (ATMOSPHERE, AIR; TEMPERATURE, 1,000° )COATING

. SLIDING VELOCITY, 2,000 FT./MIN.; LOAD 500 G.

Rider Range of
friction Wear rate
Radius of X coefficient ~Wear rate  of compo- Total
contact Material Disk material during of rider, site disk wear rate,
hemisphere, first hour cu.in./hr. material, cu, in./hr,
in, (229,200 cu. in./hr,
. cycles)
He Cohalt-bonded tungsten carbide_______ 50% mckel 50% BaF,-CaF: eutectic.... 0.15-0.20 <10-7 )]
e Sigteix"ed 80% nickel-chromium, 20% -...-Q0. .. ..o ... 0.15-0. 20 108 o
aFs.
1}4 5 50% nickel, 50% BaF-CaFzeuteetic.....__.d0. . ... ... 0.15-0. 20 3.0X10-3 1, 6X10~8 4, 6X10-2
Cast nickel-chromium alloy.._..._.._.. 60% mckel 40% BaF:-CaF:eutectic.... 0.20-0.25  2.0X10-8  2.2X10°3 2.2X10-2
7/{; ..... A0 60% nickel, 40% BaF-CaF eutecticand 0. 04-0. 08 4. 5104 4.5X104

coated Wwith 0.001-m.

eutectic.

6.3X10-7
overlap of )

When an extremely hard tungsten carbide rider with a
three-sixteenth-hemispherical radius was used, no rider
wear was detectable after one hour. However, the wear
track on the composite disk material was deeply grooved.
The groove was primarily caused by plastic deformation
of the composite.

When a composite rider of sintered 80% nickel chro-
miom-20% calcium fluoride was used, some rider wear
occurred. However, severe plastic deformation of the wear
track on the composite disk was still evident.

When a softer composite rider having the same com-
position of the disk was used, plastic deformation was
not evident. Rider wear was of about the same magnitude
as the disk wear. Friction coefficients for all three of the
above cases were in the range of 0.15 to 0.20 as shown
in Table III.

Plastic deformation of the disk is minimized by in-
creasing the radius on the hemispherical rider to seven-
eighths inch thereby reducing the contact stress. This de-
formation is also reduced by using a denser (60% ) nickel
matrix for the composite disk. With this combination,
plastic deformation of the composite was reduced, but
the friction coefficient was higher.

The composite was then coated with a thin sintered
film of barium fluoride-calcium fluoride eutectic as pre-
viously described. With a seven-eighth inch radius cast
nickel-chromium alloy rider sliding on the coated disk,
the friction coefficient was 0.04 to 0.08. Both rider and
disk wear were the lowest observed.

Based on the results shown in Table 111, additional
experiments were conducted with coated composite disks
of the 60% nickel content and with seven-eighth inch
radius cast alloy riders. The specimens were tested at a
constant sliding velocity of 2000 feet per minute at
various temperatures. It was found that wear was higher
at 80° and 500° F. than at 1000° and 1200° F. But
metal transfer or other evidence of severe surface damage,
which might be attributable to wear, was not observed
at any of these temperatures. However, the nickel com-
posites were severely oxidized in air at 1200° F.

Referring again to Table II, the fluoride-impregnated
nickel-chromium alloy composites have higher strength
and better oxidation resistance than nickel. These com-
posites were studied at various temperatures at a constant
sliding velocity of 2000 feet per minute. It was found the
disk wear was lower at all temperatures for alloy com-
posites than for the nickel composites, Rider wear was
low at all temperatures. In contrast, rider wear against
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was nearly constant for all temperatures, Rider wear rate
increased slightly with temperature. The friction co-
efficients were 0.20 at 80° F. and gradually decreased with
temperature to 0.06 at 1500° F. No: deterioration of
the composite occurred at 1500° F.

A common serious limitation on high temperature
fluoride and oxide solid lubricants is poor room-tempera-
ture lubricating characteristics. Therefore, the low wear
rates observed at 80° F. are as significant as the good
high temperature properties.

The friction coefficients at low temperatures below 500°
F. can be further reduced by the addition of finely
powdered silver. A 35% by weight silver addition to the
composition of the sintered fluoride overlay is effective
for the optimum reduction in the friction coefficients below
500° F.

The wear life of nickel alloy composites in air and
hydrogen are shown in Table IV. The slider materials
included riders of a cast nickel-chromium alloy, composite
disks of nickel-chromium alloy vacuum impregnated with
BaF,~CaF, eutectic and provided with a 0.0005 inch
sintered film of the same entectic, and coated dense metal
disks having a 0.001 inch fused coating of BaF,-CaF,
eutectic on a dense nickel-chromium alloy.

Because no distinct lubrication failure for air could be
determined, failure was arbitrarily taken as the time at
which the friction coefficient first increased to 0.30.

In air, the endurance life of the composite exceeded one
million cycles at 500°, 1000°, and 1200° F. At 80° F., the
friction coefficient was greater than 0.30, and zero wear
life is indicated. The low wear rate at 80° F. indicates the
composite could be used at this temperature in applica-
tions where friction coefficient of less than 0.3 is not
essential. Or a silver addition to the fluoride overlay could
be employed to reduce the friction coefficient at 80° F.
to approximately 0.2. At 1500° F. the wear life was
85,000, but severe oxidation occurred.

TABLE IV.—COMPARATIVE WEAR LIFE OF COMPOSITES
AND COATINGS IN AIR AND HYDROGEN

Cyeles at whieh friction coefficient increased to 0.30

Specimen
temperature, ° F. Air Hydrogen
Composites Coatings Composites Coatings
80 e 1,560,000 _.ooooooo-.
500 2, 750, 000 115, 000 1,490,000 ........_..
1, 000 1, 150, 000 389, 000 1, 610, 000
1,200 1,370,000 oooioo.-- 1, 370, 600
1,500 850,000 .._......-- 570,000 .
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In hydrogen, the experiments were terminated after
1,500,000 cycles if the friction coefficient had not yet
increased to 0.30, The results were similar to those
obtained in air with the exception of the friction coefficient
at 80° F. was lower in hydrogen than in air, and the
composite ran a foll 1,500,000 cycles at friction co-
efficients below 0.30. At 500° and 1000° F., wear life
of the composites was far superior to the wear life of
the fluoride coatings bonded to a dense metal substrate.
No tests were made on the coated specimens where blank
spaces appear in Table IV.

The aforementioned tables and description show that
low wear rates of the cast alloy riders and of the com-
posites disks were obtained for both types of fluoride-
metal composites. Friction coefficients were higher for the
composites than for dense substrate metals lubricated with
a thin coating of the same fluorides. However, the advan-
tages of coatings giving low friction and of composites
giving longer life were obtained by coating the composites
with a thin, sintered film of the same composition as the
fluoride impregnant.

In air, the maximum useful service temperature of a
nickel composite is about 1100° F. The corresponding
temperature of the alloy composite is around 1350° F. In
hydrogen, the alloy composite performs satisfactorily at
1500° F.

While several composites made in accordance with the
present invention have been described, it will be appre-
ciated that various modifications can be made without
departing from the spirit of the invention or the scope of
the subjoined claims.

What is claimed is:

1. A self-lubricating composite material comprising
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a porous nickel-chromium alloy, and .

a barium fluoride-calcium fluoride eutectic dispersed

throughout said porous alloy.

2. A self-lubricating composite material as claimed in
claim I wherein the porous nickel-chromium alloy has a
density of about 65%.

3. A self-lubricating composite material as claimed in
claim 1 including a barium fluoride-calcium fluoride eutec-
tic coating on the composite material.

4. A self-lubricating composite material as claimed in
claim 3 including silver in the coating.

5. A self-lubricating composite material as claimed in
claim 4 including 35% by weight of silver in the coating.
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